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Inspection Report

QR/8.6-03A
P A4 TR P E R T g5
PP8- 80 SJCP220915-01C
Product Name WL Product Number Order NO.
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Production Date 202219122 Detection Date 202219024 Production NO 22092201
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NO. Properties Test Standard Technical Requirement Test Data
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Visual Inspection No Obvious Chromatic Aberration Pass
9 = TomiAR . TR R
A T Visual Inspection No Breakage or Cracking Pass
3 Apperance Inspection H b 75 M7 BH aik
Visual Inspection Clear Identification Pass
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Visual Inspection Packing Integrity, Strong Pass
5 77 il JR TARIFR / 13.50
Thickness Micrometer / Caliper -20mm
i :
6 Density ASTM D792 / 81 kg/m
T4
7 s GB/T 1453 / 2.0MPa
Compressive Strength
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Conclusion All Pass
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